
 

 

 

 

Sampling data : 1 december 2023 Sample type : Coke 11 Report number : 22 -150 

 

TOTAL CARBON% ASH% SULFUR% Volatile matter% Moisture% Parameter 

ASTM D3178 ASTM D3174 ASTM D3177-02 ASTM D3175 ASTM D3176 
Standard 

Size 

76-79 18±2 1.6±0.2 2.8-3.5 5-6 0 - 5 

78-81 15±2 1.6±0.2 1.5-3 2-4 1 - 5 

81±2 15±2 1.5±0.2 1.5-3 2-4 5 - 15 

81±2 15±1 1.5±0.2 1.5-2.5 1-3 10 - 30 

82±2 15±1.5 1.4±0.2 0.8-1.4 1-3 20 – 50 

82±2 15±1 1.4±0.2 1-1.2 3-5 25 - 70 
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